AD-A146 710 LUHINESCENT PRDPERTIES OF GRADED CADMI H“SULFDSELENIDE
ELECTRDDES PREPARE. . (U) WISCONSIN UNIV HHDISDN DEPT OF
STRY M K CARPENTER ET AL. 28 S

UNCLASSIFIED UHIS/DC/TR 84/3 NBRO14-78-C-0633 F/G 7/4




,M
]

¥

— ..

< Jvapamey

-
LA

"

o

e e B

N e P VRS,

EFEE
ddaa
EEFFEITPN -
EEE

reeymype -
o

OPY RESOLVTON_ TENT Co

Ao

ST
S et
S e

“hves

VAP P A

A
. | >alas

o

.-
MARLH LN

cw -
3 o

-
.

-
.
Lo a o




.
A\ . oo

OFFICE OF NAVAL RESEARCH

Contract No. N00014-78-C-0633

Task No. NR 051-690

TECHNICAL REPORT No. UWIS/DC/TR-84/3

Luminescent Properties of Graded Cadmjium Sulfoselenide Electrodes
Prepared from Cadmium Sulfide Substrates

AD-A146 710

by ?]bé
Michael K. Carpenter and Arthur B. Ellis fffi;fﬁf
Prepared for Publication Li;‘;iii
PV S
- 4LH.,
in TR
Journal of Electroanalytical Chemistry and Interfacial Electrochemistry ;;;;;;;;

Department of Chémistry
University of Wisconsin
Madison, Wisconsin 53706

September 28, 1984

Reproduction in whole or in part is permitted
for any purpose of the United States Government

S
Q. DT
O Approved for Public Release: Distribution NS R
Unlimited ry e
':;j l::>-1r.l‘::: T
L : _‘ELECTE :ﬁ;::f:-::_'-:_.‘-‘A
cg.: > 0CT1 91984 L




N e i o S m—— —-————y . - ~—y

Inclassified
SECUMITY CLASSIFICATION OF THIS PAGE (When Dete Fnatered)

‘U.n .

~ READ INSTRUCTIONS Lt
REPORT DOCUMENTATION PAGE BEFORE COMPLETING FORM e
1. REPORT NUMBER 2. GOVYT ACCESSION NOJ 3. RECIPIENT'S CATALOG NUMBER .
UWIS/DC/TR-84/3 p AL LU

* 4. YITLE (and Sudtitle) $. TYPE OF REPORT & PERIOD COVERED o
Luminescent Propernes of Graded Cadmium Sulfo- L
selenide Electrodes Prepared from Cadmium . i

Sulfide Substrates 5. PEHFORMING ORG. REPOAT NUMBER '

8. CONTRACY OR GRANT NUMBER(s)

7. AUTHOR(s)

Michael K. Carpenter and Arthur B. Ellis N00014-78-C-0633 '

. Ps.. PERFORMING ORGANIZATION NAME AND ADDRESS ¢ '0 ::22".‘§°E&,“=§."7‘:J:‘°,"§c: TASK M
Department of Chemistry _ ]
University of Wisconsin-Madison ) NR 051-690 L
Madison, Wisconsin 53706

1. CONTROLLING OFFICE NAME AND ADDRESS 12. REPORY DATE . o

Office of Naval Research/Chemistry Program .

Arlington, Virginia 22217 13, NUMBER OF PAGES J ‘.‘1

i 2
14. MONITORING AGENCY NAKE & ADDRESS(Il dillerant tres Controtling Oltice) | 15. SECURITY CLASS. (of this repert)

-
132, DECL ASSIFICATION/DOWNGRADING L
SCHEOULE L. 4
1. DISTRIBUTION STATEMENT (cf thie Report) - ::ﬂ
Approved for Public Release: Distribution Unlimited
, S
Lo
__4
17. DISTRIBUTION STATEMENT (of the abatract entered in Bleck 20, !l dilierent fre:n Repert) - -
- -'4
-
18. SUPPLEMENTARY NOTES el
Prepared for publjcation in the Journal of Electroanalytical Chemistry .::f:;;zii
and Interfacial Electrochemistry L
15. KEY WORDS (Cantinue o roverse elde I necossary and identily by block number) - -
Photoluminescence, electroluminescence, graded cadmium sulfoselenide ) B
glectrodes, photoelectrochemistry, displays ) "
I‘ . P B
O Y (A, _ Y e than \'\-“¥‘d\¢\_(\, -
d ) ) W S L
20. ABSTRACT (Centinue en reverse alde If necessary and jdentify by dlock manbes) X ! .

‘Inhomogeneous samples of n-type CdSy Sel -4 (0.2$x< 1) were prepared
by vapor-phase diffusion of Se into a single-crystal n-CdS substrate.
Characterization of the samples by Auger electron spectroscopy (AES)/Ar

. ion sputter etching indicates that Se substitutes for S in the lattice
to produce a graded region wherein X monotonically 1ncreases with depth - .
from ¥0.2 at the surface to unity over a distance of %l Jm. * Photo- o
lumiriescence (PL) and electroluminescence (EL) of these CdS/Se samples are N

DD ' 5n'7s. 1473 toiTion oF 1 OV €8 15 OBsOLETE ,
- S/N 0102-LF-0V4-660 Unclassified ‘

sgtCumTY CLAS"'.C_A’ION OF Tuis PAGE (When Dete Enteves




...... SR i iy R - e i s R W PPN wTETeT———"0 -
EURIENR . . A A AN ACH R ACAET MR LR

. Unclassified -~
SECURITY CLASSIFICATION OF THIS PACE (When Dete Entered)

RN N
T ,

‘dominated by e%gg emission characteristiq of the near-surface CdSiSe&-x'
compositions (¥650-700 nm). The narrowness of the spectra compared to
spectra reported for CdSe/S graded solids prepared by diffusion of § into
n-CdSe is rationalized in terms of the electronic structures of the two
compounds, A previously established linear correlation between emission
maxima ( and composition in homogeneous CdSySej.y samples provides a
spatial probe of electron-hole pair recombination in the inhomogeneous
material: {egions from which PL and EL originate can be inferred from
-their spectral distribution in combination with the AES/depth profile data.
The CdS/Se samples can be used as photoanodes of photoelectrochemical cells
(PEC's)" emplaying aqueous (poly)sulfide electrolyte. PL quenching
accompanying the passage of photocurrent indicates that the effective
electric field (EEF) in the solid at -0.3 V vs. SCE extends +0.1-0.2 ym

.- into the solid. By etching away the graded layer from one face of the
K CdS/Se-crystal, PL can be excited and viewed through the exposed CdS

face and yields a similar value for the EEF thickness; photoaction spectra
support the PL data in identifying the near-surface portion of the graded

- zone as principally responsible for photocurrent. Both CdS/Se and CdSe/S

s - electrodes lend themselves to the construction of display devices by )

’ spatially-controlled etching: by appropriate gaskingand etching techniques,

s patterned, multi-colored emitting electrodes can be fabricated. For the

- CdS/Se samples, PEC etching can be exploited to control etching depth with

excitation wavelength.
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Conversion of optical energy to electricity by photoelectrochemical cells
(PEC's) requires the separation of electron-hole (e"-h%) pairs photogenerated
in a semiconductor electrode [1-4]}. Competing with this separation which
yields photocurrent are radiative and nonradiative recombination. Interest
in using luminescence as a probe of recombination in PEC's led us to study,
among other systems, the emissive properties of homogeneous n-CdSySej_,

(0 < X < 1) semiconductor electrodes in photoelectrochemical systems [5,6].

More recently, we have become interested in inhomogeneous n-CdS,Sej.y
semiconductor electrodes which have a band gap gradient perpendicular to
the electrode surface. Luminescence from such samples is color-coded to
yield information concerning the depth at which recombination occurs. When
used in a PEC, such samples provide a spatial probe of the effective electric
field (EEF) responsible for e~-ht pair separation [7,8].

Graded band gap cadmium sulfoselenide electrodes have been used thus
far because the entire range of CdS,Sej.y compositions (0 < x < 1) is accessible
in a single structural type (wurtzite); importantly, the associated
bandgaps are all direct and vary smoofhly with x [9]. We have reported previously
on electrode materials made by diffusing sulfur into a CdSe substrate to
give a thin graded region (< 2 um) with x ~1 at the electrode surface (7,8].
Electrodes of this type will be designated in this paper as "CdSe/S".

The photoluminescence (PL) from CdSe/S electrodes consists of a broad
spectral band spanning ~500-750 nm which corresponds to band edge emission
from the various n~CdS,Se)., compositions comprising the graded region.

A depth profile of the solid, obtained from Auger electron npectrdscopy
(AES)/Art* sputter etching, can be used in conjunction with PL to provide

a crude map of the EEF in the graded electrode: PL at a particular wavelength
can be correlated with e"-h* pair recombination at a specific depth‘

from the electrode surface,and PL from compositions within the EEF is

perturbed when the solids are used as PEC electrodes [7,8].




Of related interest is the electroluminescence (EL) of CdSe/S electrodes.
When placed in aqueous 03'/82082- electrolyte, CdSe/S electrodes possessing
al-um thick graded regions yield potential-dependent spectral distributions
[8]. In particular, with a 300-mV variation in initiation pofential. the
color of EL can be shifted reversibly from red to green, cbrresponding to
a significant shift in the spatial distribution of e -ht pair recombination.
This effect, coupled with prospects for fabricating patterned, multi-colored
emitting electrodes by controlled etching of the graded layer,
may be of interest with regard to display device technology [10].

An intriguing counterpart to the CdSe/S system is a material wherein the
direction of the band gap gradient is reversed. We report herein on the luminescent
properties of such an electrode which consists of an vl-pm thick graded layer
of n-CdSySej.x on a CdS substrate. Like its CdSe/S counterpart, this material,
Cds/Se, provides spatial information on the origin of e -h* pair recombination.
Comparisons of PL and EL from the two graded electrodes highlight their
different electronic structures. In.sections below, we describe the synthesis
and composition of CdS/Se electrodes, their PL properties in air and as
PEC electrodes, and their EL properties. The final section of the paper
discusses possible display device applications of these materials.

Svnthesis and Composition.

As reported previously, synthesis of CdS/Se samples could be achieved
by vapor-phase diffusion of Se into single-crystal n-CdS [11-14]; the initially
yellow CdS became deep-red to black after this reaction and was a poor electrical
conductor. In order to restore sufficient conductivity to permit the CdS/Se
samples to serve as PEC electrodes, the solids were subsequently heated
with Cd metal [7,8). The net effect of the synthesis was to yield ;amples

with a thin skin of CdSySej.x compositions with the most Se-rich composition




at the surface. While the crystallinity of the graded material is difficult

to assess, previous work provides evidence that some degree of crystallinity

is retained as chalcogen substitution occurs in the lattice {7]. The thickness of

the skin reflects diffusion processes associated with Se/S lattice substitution

Ei and can be controlled by variations in heating time, temperature and pressure. We
report herein on samples synthesized by heating CdS with Se at 700°C

4 for 15 min, followed by heat-treatment with Cd for 30 min, also at 700°C.

: The technique of AES/Art sputter etching was used to construct compositional

hl depth profiles for a number of CdS/Se samples. Representative data, pictured

in Fig. 1, illustrate the AES signals for Cd, S, and Se as sputter etching

proceeds at a rate of ~300 &/min. The figure indicates that from a near-surface
composition of vCdSg, 155eg, 85, the Se content monotonically declines over
a distance of 0.9 ym (v 30 min of sputtering) until the CdS substrate composition
is observed. Lattice substitution of Se for S is evidenced by the AES data:
At any of the sputter times of Fig. 1, the fractional S and Se cbmposiiions
sum to ~1.0 when each is expressed as a fraction of its maximum AES signal
(the Se signal at t = 0 is treated as 0.85 of its maximum value). In general,
surface compositions with x40.15-0.25 and graded zones with thicknesses
of ~0.7-0.9 ym are observed from AES data.

An independent method for estimating the thickness of the graded zone
exploited changes in PL properties Gith chemical etching. The
surface of a sample was partially masked and etched until PL charactettiatic
of the substrate was seen. After removal of the mask, a contacting stylus
was used to determine the height of the resulting step. Step heights were

in rough agreement with AES/sputter etch data.
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PL Properties

Homogeneous crystals of CdS,Sej-, composition show room temperature
band edge PL as a relatively sharp emission peak (fwhm~0.05-0.08 eV) whose
wavelength at the emission maximum, Ap,y, varies linearly with x, according

to eq. (1) [6: 15].

Apax (1™ = 718-210 x (1)
The PL spectrum of a typical, freshly prepared CdS/Se sample is shown as
curve 1 in Fig. 2. With Aph.y at ~655 nm (1.89 eV) and & fwhm value of
~40 nm (0.12 eV), the PL band appears to owe its existence to edge emission
from the near-surface, Se-rich CdSySej.x compositions. Support for this
assignment comes from chemical etching. Curves 2-4 of Fig. 2 are PL spectra
taken under similar excitation conditions after successive etchings of the
graded sample. Particularly noteworthy is the progressive blue shift with etching of
Max and of the long wavelength PL onset, consistent with the
loss of Se-rich compositions. Eventually, the PL spectrum of the CdS substrate
is observed (curve 4).
The domination of the Fig. 2 spectra by emission from near-surface
compositions is reasonable, since the 457.9-nm light used for excitation
is strongly absorbed by CdS,Sej., compositions (a 2103 cm~1l) and penetratas
only a small portion of the crystal [16, 17 ]. Such spectra are, however, :;éﬁg
very different from those reported for CdSe/S samples with graded regions :
of comparable thickness [8]. Though the penetration depth of the exciting

light s similar for the two materials, the bandwidth of the PL spectrum

from CdSe/S is much larger, encompassing emission from throughout the graded ﬂ}}}i
region (+500-750 nm), whereas CdS/Se samples show emission primarily from e

the portion of the graded layer which {s directly excited. We suspect

that the lerge difference in spectral characteristics between these

-------------
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materials hinges on their relative graded-gap structures. Specifically, for
CdS/Se, the presence of the smallest band gap material at the surface disfavors
i ht transport toward the bulk along an intrinsic valence band edge gradient as
well as excited-state energy transfer, processes which may occur in CdSe/S.
> An interesting feature afforded by the CdS/Se system is two-sided excitation
. and viewiﬁg of the graded zone. By etching away the graded layer from one
face of a CdS/Se crystal, "backside” illumination with photons having energy
between the band gap energies of CdS and CdSe (22.4 and 1.7 eV, respectively
! [16, 17]) is possible; in this experiment, incident light passes through
the CdS substrate and will begin to be absorbed when its energy is roughly
' matched by the band gap of the corresponding CdSySe).x composition in the
ﬁ graded zone. Additionally, photons which are emitted with energies $2.4 eV
E can novw be viewed from the CdS side. Two-sided viewing provides a method
for gauging self-absorption effects in PL spectra obtained, as was Fig. 2,
with "frontside™ illumination.; in "frontside" viewing, emitted light is partially
absorbed as it passes through progressively smaller band gap compositions before

detection. For the CdS/Se samples of this study, PL spectra obtained with

"frontside”" 457.9-nm excitation were virtually identical vwhen viewed from the

g two crystal faces, indicating minimal self-absorption effects.

Complicating a detailed analysis of the PL features of CdS/Se samples are

- questions related to lateral homogeneity and other emissive transitions. Using

:i a masked laser beam for excitation (0.1 x 2.0 mm), PL spectra from various

E regions of the sample surface were recorded; their similarity indicated good

- but not perfect homogeneity. With regard to the spectral distribution itself,

5 we often see PL signals at A >750 nm after heat treatment of CdS with Se.

i We are uncertain as to the origin of the emission and generally employed

ﬁ samples with minimal PL intensity in this spectral region.

!
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PL Properties in a PEC.

As with homogeneous CdSySej., [5,6] and graded CdSe/S (7,8] samples, CdS/Se
platelets can be used as photoelectrodes in PEC's employing aqueous (poly)-
chalcogenide electrolytes. Our stqdigs were conducted in 1M OH™/1M $2°/0.01M S
solution to minimize light absorption by the electrolyte. Reasonable short-term
stability of the electrodes over the course of PEC experiments was evidenced by,
the absence of PL.spectral shifts which would accompany significant dissolution of the
graded layer; lattice exchange of S for Se is well-documented in such experiments
[18) and the absence of a PL effect may indicate that the emissive probe is not
sufficiently surface-sensitive to detect an altered surface [5]. Most experiments
were conducted with edge-mounted crystals to permit two-sided excitation and
viewing (vide supra); in this configuration, the CdS side was coated with a
transparent, insulating polymer to preclude charge transfer with the electrolyte
while permitting optical studies through this face.

In initial studies, photocurrent as a function of excitation.wavelength
(normalized to a common photon flux) was measured at a potential near short
circuit. Both "frontside" and "backside" photoaction spectra were obtained, as
shown in Fig. 3. The former, represented by the dashed line in the figure, increases
with photon energy beginning at A700 nm. The onsetAroughly corresponds to the band gap
of the surface CdSg_5Sep g composition, as expected. With shorter wavelengths,

a larger fraction of incident light will be absorbed in the near-surface
region containing the EEF, leading to the observed larger photocurrent quantum yields.

“Backside" excitation produces a photoaction spectrum with a maximum at 645 nm,

shown as the solid curve in Fig. 3. This curve provides evidence that the EEF

extends only partially into the graded zone: For excitation wavelengths 2670 nm,

the match of "backside" and "frontside' photoaction spectra suggests that light Siufu
incident on both faces is absorbed in roughly the same region of the electrode; !;ﬁgﬁ

below 670 nm, the progressive divergence of the two curves suggests that an




increasing fraction of light used for "backside" illumination is absorbed

EEBE ' P il

farther from the CdSg 7Seq.g surface in regions of the graded zone characterized

h by progressively weaker EEF's.

Support for this interpretation comes from PL data. Figure 4 presents
PL spectra of a CdS/Se electrode obtained with "frontside" excitation (457.9 nm)
and viewing at open circuit and -0.3'V vs. SCE; the inset

in the figure reveals that the latter potential corresponds to passage of anodic

photocurrent. Typical maximum photocurrent quantum yields for this system are *0.25.
The key feature of the figure is the quenching of PL observed with applied

bias. Such quenching is anticipated when e -h* pairs are diverted from
recombination to separation by an EEF consisting, in this case, of contributions
from band-edge and effective-mass gradients as well as from space-charge
formation and applied voltage. The complexity of the CdS/Se electronic
structure precludes the quantitative analysis of PL quenching applied to
homogeneous electrodes using a dead-layer model [19,20]. Nevertheless, th;

PL quenching to ~655 nm suggests, using AES/sputter etch data and eq {1], that
the EEF in this sample can separate e"-ht pairs at depths of up to ~0.1 um frqm
the surface.

A similar estimate of thickness of the EEF comes from "backside" -

experiments. Figure 5 presents the companion experiment to Figure 4: the same
CdS/Se electrode is excited and its PL viewed from the CdS side using 570-nm excitation.ii}
Between open circuit and -0.3 V vs. SCE, PL quenching is again absent for A <655 nm,
corresponding to disappearance of the EEF at ~0.1 um from the CdSqg_2Seq. g

surface. Other "backside” excitation wavelengths such as 600 nm,

although yielding different PL spectral distributions, also evince a loss of PL

quenching atA £ 655 nm. In general, CdS/Se samples yield EEF depths of v0.1-0.2 um. :{;g
Interestingly, the range of EEF depths inferred from these experiments is similar :;j{
- 1

to that found for CdSe/S-based PEC's when the electrode possessed a l-ym thick : ﬁ

.
graded zone{8]. One other feature worth noting in Fig. 5 is the absence of D




PL quenching for A 2750 nm. As noted above, we do not know the origin of this
subband gap PL, but its insensitivity to applied potential suggests that the states

responsible for it lie outside of the EEF.
EL Properties

Electroluminescence can be obtained from both homogeneous and
inhomogeneous n-CdS,Sej., electrodes biased cathodically in aqueous, alkaline,
peroxydisulfate (82032') solutions [5-8]. A number of n-type semiconductors
have yielded EL when used as dark cathodes in this medium with the key mechanistic
step propesed to be hole injection into the semiconductor's valence band by an
intermediate, S04% [21-24]. 1In direct comparisons of EL and PL spectra of
homogeneous n-CdS,Sej., electrodes, the two spectral distributions are very
similar with modest differences attributable to self-absorption effects [5,6].

An EL spectrum fora typical CdS/Se electrode, obtained using a pulse technique
[23], is shown in Fig. 6. With M,y V660 nm and a fwhm value of V40 nm, the spectrum

_ closely resembles its PL counterpart (457.9-mm, "frontside" excitation and viewing)

and indicates that radiative recombination is confined to within %0.2 um of the
electrode surface. Surprisingly, there is very little dependence of the spectral
distribution on the potential used to initiate EL. Our surprise derives from the
CdSe/$S system which, as noted in the introduction, exhibits a strongly potentisl-
dependent spectrum with radiative recombination occurring from as deep a8 V1 um
from the electrode surface. We rationalize this difference in EL properties for
C°~/Se and CdSe/S, as we did for their PL properties, in terms of the directions

of the band gap gradients of the two systems. Also present in Fig. 6 is subband gap

EL. Although such emission may contain contributions from transitions involving
surface states [21-24], its presence in the PL spectrum of this sample suggests that ;”;jq

it arises primarily from bulk intraband gap states.

Display Device Applications. ;f";

With the continuing interest in the development of novel or improved display i 3

devices, particularly multicolored, flat-plate systems f{25), we feel it is

appropiiate to point out that graded ma:erials have characteristics vhich may DA

prove useful in display technology. One such feature of graded systems is the "“




ability to emit light of a wide range of colors from the same electrode. For

example, graded materials made with a full range of CdSySej., compositions can
emit from the green of CdS to the deep red of CdSe. Such graded electrodes
can be utilized in at least two ways. First, as noted previously [8], the
color of EL from CdSe/S systems is tunable with modest differences in applied
potential. While the CdS/Se samples discussed in this paper were deficient
in this regard, preliminary studies of samples with thinner graded zones are
more promising.

A second strategy for exploiting the graded system; is through spatially-
controlled etching. As shown in Figure 7, removal of some or all of the graded zone
affords a change in the color of emission from the etched region. By appropriate
masking and etching techniques, patterned, multi-colored emitting electrodes are
readily fabricated. We have crudely prepared such electrodes from both CdS/Se and
CdSe/S substrates by masking a portion of the electrode surface and
chemically etching the exposed material with HCl or Bry in water. The etching
was done incrementally, and the electrode was used to generate EL between each
etching step so that the extent of removal of the graded layer could be
inferred from the color of the emission. After removal of the mask with
acetone, the electrode displayed two-toned EL.

An alternative to chemical etching of the graded layer is photoelectrochemical
etching (PEC etching) in which the semiconductor electrode is irradiated under
reverse bias in a cell with a non-stabilizing electrolyte [26]. Upon light
absorption, oxidation of the semiconductor surface occurs, followed by dissolution
of the products. For CdS and CdSe this involves oxidation of the chalcogenide
lattice to yield cd2t and the chalcogen, which may be removed from the surface
by reaction or solvation.

PEC etching has been used previously to enhance the luminescence [5] and
the current-voltage properties [27] of various semiconductors under a number of

different conditions. Our etching experiments were conducted with Cd5/Se and

.....
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CdSe/S electrodes at 0.0 V vs. SCE in aqueous 5M NaOH electrolyte. The

ensuing photodecomposition reaction was reflected in changes in the EL spectrum.
For CdS/Se electrodes, PEC etching is advantageous in that the extent of etching
can be controlled by excitation wavelength: Because the band gap increases with
depth over the graded zome, etcﬂiné with monochromati;>light of energy between
*“1.7 and 2.4 eV will only proceed until a composition whose band gap roughly
matches the photon energy is exposed to the electrolyte; of course, an alternative
to monochromatic light is a white light source with an appropriate cutoff filter.
One other advantage of PEC etching for both the CdS/Se and CdSe/S electrodes is
that multi-colored EL patterns can be generated by projection rather than by
physically masking the surface [28].

Experimental

Materials.

Samples of CdS/Se were prepared from v5x5x]1 mm, vapor-grown, single-crystal
c-plates of low resistivity n-CdS (Cleveland Crystals, Inc., Cleveland) in a
manner entirely analogous to that reported for the synthesis of CdSe/S [8].
Typically, an etched (Bry/MeOH) CdS crystal was heated with 2-8 mg of Se in a sealed,
evacuated (%1 Torr) quartz tube for 15 min. After cooling; the crystal was sealed

with o1 mg Cd in another evacuated ampoule and heated to 700°C for 30 minutes. The

Se and Cd were purchased from Alfa Products, Danvers, Massachusetts; the Se had
<10 ppm and the Cd <1 ppm metallic impurities.

The resulting CdS/Se samples were mounted as electrodes as previously described

[29], except that the samples were not chemically etched prior to mounting. Ohmic
contact was established to either one face or to one edge of each crystal with a

Ga/In eutectic. TQS initial appearances of the two faces of each CdS plate - one

shiny and one matte, corresponding to the 0001 "Cd-rich" and 0001 "S-rich"

faces,respectively - were retained even after the CdS/Se synthesis. The work ISAD

reported here utilized electrodes whose shiny, "Cd-rich" side was exposed to the jﬁfz

electrolyte.
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The graded layer was removed from the matte side of edge-contacted CdS/Se
electrodes with a Bry/H70 etch (1:500 v/v) and/or a 50% HCl (aq) etch. Removal
of the layer was confirmed by PL or EL from the etched face. During etching, the
graded layer of the shiny face was protected by a hardened layer of clear nail
polish (Cutex®). This layer was removed with acetone. A similar layer was
applied to the etched matte side to prevent electrical contact with the electrolyte
during operation of the electiode in a cell. The protective layer was slowly
degraded by the electrolytes used and occasional renewal was required.

The preparation of (poly)sulfide and peroxydisulfate solutions has been
described earlier [23,29].

Sample composition.

The compositional depth profiles of CdS/Se samples were obtained by AES in
conjunction with Art sputter etching, as reported previously [8]. A Physical
Electronics Model 548 Spectrometer with a 3-keV, 30-pA primary electron beam was
used, and the spectrometer voltage ramp was multiplexed to cycle sequentially
through the Auger peaks for S, Cd and Se at 152,376 and 1315 eV, respectively.
In this way a signal for each of the three components was obtained at ~l15 s
intervals during sputter etching. Carbon and oxygen were seen by AES on the
surface of all the samples, but largely disappeared within the first 30s of
sputtering. An independent check on the depth of the graded region was obtained, as
described previously [7],by measuring the depth of a "trench" etched through the
center of the sample to the substrate; the depth was measured with a Dektak
contacting stylus (Sloan Technology Corp.).

Optical Measurements and PL Properties.

Uncorrected PL spectra were obtained with the Aminco~Bowman spectrophoto-
fluorometer and Ar' laser setup, as previously described [6,8]. An Art pumped
dye laser (Coherent Radiation CR-590) with Rhodamine 590 dye (Exciton Chemical

Company, Dayton, Ohio) was used for excitation with wavelengths from ~560-620 nm.

1 . :
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PL spectra resulting from excitation of different crystal strata with 457.9-nm

light were obtained by incremental removal of surface material through chemical

——

etching with dilute Bry/H0. Lateral homogeneity of a CdS/Se sample surface was ’
assessed from PL spectra from several small portions of the surface excited by
a laser beam masked to 0.1 x 2 mm. e
PEC experiments. g

PL properties in a PEC were determined in 1M OH™/1M $2-/(0.01IM S) (poly)sulfide
electrolyte using cells and electrochemical equipment described earlier [6]. - i

Typically, PL spectra of a CdS/Se electrode were taken at various potentials

without changing the alignment of the sample in the spectrometer compartment. Open-
circuit spectra were taken before and after in-circuit spectra to show reproducibility; ik
some samples exhibited an initial increase in PL intensity after passage of photo- o
current, but in subsequent'comparisons showed identical before and after open-circuit
spectra. Current-voltage curves were also taken in this geometry, but measurement of e

¢x required the cell to be set up outside of the spectrometer as mentioned

previously [29].

Photoaction spectra were obtained using a 300-W tungsten-halogen projector

bulb light source monochromatized by a McPherson Model 270 scanning monochromator,
as reported previously [8). A chopper and lock-in detection were employed to
improve the signal-to-noise ratio. An Ithaco (Ilhaca, N.Y.) Model 382A chopper O
with a Model 382B speed control unit chopped the exciting light at !f
96Hz,and an Ithaco Dynatrac 391 lock-in voltmeter processed the output signal l?;i
(proportional to the cell current) from the potentiostat. :E
EL spectra. !{-f
Uncorrected EL spectra were obtained in alkaline, peroxydisulfate electrolyte ;ﬁ:i
(5M NaOH/0.1M K,S70g) by pulsing the electrode between 0.0V (3 sec) and a :-1
potential cathodic of -1.0V (1 sec) vs. SCE, while slowly scanning the emisgion i g
monochromator (30 nm/min), as described previously fel. iii
i_
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Pattern Etching.

Chemical etching of patterns onto electrode surfaces was done with a
saturated aqueous solution of Brp. After first masking with nail polish the
portion of the electrode which was to remain unetched, the electrode was

immersed in the etching solution for periods of from 10 s to several minutes,

depending on the depth of etch desired. The polish was removed with acetone n -
ff before operation as an EL electrode. PEC etching was carried out in a well-stirred giﬁ
glass cell containing aqueous 5M NaOH, using a typical three-electrode setup with -

_I a saturated calomel electrode (SCE) reference and a Pt foil countereiectrode :_j
(v7x30 mm). The semiconductor electrode was held at 0.0V vs. SCE with a PAR Model

173 potentiostat. A variety of light sources including a desk lamp, slide projector

(colored light obtained with Corning cut-off filters, nos. 3-66, 2-60, and 2-62), - 4
Hg lamp lines (isolated by interference filters), and Ar' laser lines were used. i
Patterns were etched on electfode surfaces by either physically masking with

nail polish and/or electrical tape ° the portions of the surface to remain

unetched, or by merely projecting the desired pattern on the crystal surface.

The latter method involved shining either an expanded laser beam or slide

projector through a patterned mask onto the electrode face which served as a -~
screen. A convenient method for control of projection PEC etching was to conduct iié
it in the same electrolyte used for EL experiments (5M OH™/0.1M 82032'). Since ;iﬁ

v 0

EL from an electrode could be generated with the same electrochemical setup used for T

the PEC etch, the extent of the etch could be periodically monitored by interrupting

the light source and pulsing the electrode cathodically to generate EL. PEC
etching could then be resumed without disturbing the alignment of the electrode

with respect to the projected image.
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Figure Captions
Fig. 1. Auger/depth profile analysis of a graded CdS/Se sample prepared as
described in the text. Argon ion sputter etching was conducted at a rate of
300 &/min. Se was monitoredraf five times the sensitivity used for Cd and S

detection. C and O were seen as contaminants at sputtering times of <30 s.

Fig. 2. Uncorrected PL spectra of a graded CdS/Se sample prepared as described
= in the text. All spectra were obtained in air with 457.9-nm excitation. gyrve 1
b:l is the PL spectrum of the as-grown sample and curves 2-4 are spectra obtained

4 after successive chemical etchings with Brz/H;0 .solutions.

The m0.3-cm2 exposed surface area oI the

sample was uniformly irradiated with ~1.5 wW of power, and the excitation
geometry was made as nearly identical as possible throughout the experiment.

Fig. 3. Photoaction spectra for a PEC employing an edge-contacted graded CdS/Se
electrode in an optically transparent 1M OH™/IM S2° electrolyte; the electrode
was held at -0.3V vs. SCE. The dashed and solid lines represent "frontside"

and "backside" illumination, respectively (see text),using the same incident
intensity at each wavelength in both experiments. The plotted values of relative
photocurrent have been corrected for variation in light intensity as a function of
wavelength.

Fig. 4. PL spectra and i-V properties of a graded CdS/Se sample prepared as
described in the text. The inset shows i-V properties obtained with

457.9-nm "frontside" excitation of the electrode (10.25-cm? exposed surface area)
when incorporated in a PEC employing 1M OH-/IM S2°/0.01M S electrolyte.

A sweep rate of 10 mV/s was used and the electrolyte redox potential was -0.73 V
vs. SCE. Corresponding, uncorrected PL spectra obtained at open circuit ) and

<0.3 V vs. SCE (---) are shown in the main panel of the figure. Both spectra

were taken in identical geometries.
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Fig. 5. Uncorrected PL spectra obtained with "backside'illumination and

viewing of the same graded CdS/Se electrode as in Fig. & in the same PEC.

The sample was excited with 570-nm light. The solid curve corresponds to PL
obtained at open circuit and the dashed curve to PL at -0.3 V vs. SCE and a
current density of ~0.2 mA/cm2. Both spectra were taken in identical geometries.

The cut-off filter used to reject excitation light blocked PL at wavelengths

<600 nm.

Fig. 6. Uncorrected EL spectrum of a graded CdS/Se sample prepared as described
in the text. The series of vertical lines which constitute the EL spectrum

were obtained in 5M OH™/0.1M 82082' electrolyte by repetitively pulsing between
0.0V {3 sec) and -1.5V vs. SCE (1 sec) while scanning the emission monochromator
at 30 nm/min.

Fig. 7. Schematic of a graded CdS/Se sample etched in a spatially-controlled
fashion to yield patterned, multi-colored emission when used as an electrode.

The color each exposed composition will emit in an EL experiment is indicated.




|

LR A L N
v

AUGER PEAK-TO-PEAK AMPLITUDE / a.u.

N N —————

N Tl

el el SLt et et . Wl .

™ T T e Tt T R 2o |
[N WO SR ADID WP el ¥ . .

Cd %

1 A
o 6 12 i
SPUTTERING TIME / min. i

_ ) ] 1 3 | - | .y ] ,

|
18 24 32 36




RELATIVE EMISSION INTENSITY

1 ! | 1 LI

\

00§
T

HLON3ITIAVM

009
|

/

004
!

% e

........................................
...................
............................

......................................
..............

BRI A IR




R ISASMI
. AR
B [
‘;c - B . . .
k. -
. .
l‘
. -y
r.. ..

W T
L4

%

e e L TN TR LY

RELATIVE PHOTOCURRENT

D
L S
- - At

LI TP v I Y

| |
600 700
WAVELENGTH / nm




WU/ H19NITIAVM

009

004

008

L°0-

303_05'\ S170A / TVILN3LOd

PHOTOCURRENT / pA

=)

N
O

194

LJ

o
T




P—— .
S e e Tal o

.

-

30 BETLASNA B e g aru b e g 2

00.L 009

Wwu / H19N3ITIAVM

008

.....
R

.......




.......
eV

INTENSITY / au.
1)
ol

RELATIVE EMISSION

PR ., ot
Tt e e
it o e

il )

. : 1
: 600 700 800
: WAVELENGTH /  nanometers




PATTERNED MULTI-COLORED
| EMISSION :

: moau_mm prepared 3_ spatially-controlled 3
chemical etching. | i




TECHNTICAL REPGRT DISTRIBUTION LIST, GEN

e e Sud A bt Y

DL/413/83/01
GEN/413-2

Copies

Office of Naval Research
Attn: Code 413

800 N. Quincy Street
Arlington, Virginia 22217

ONR Pasadgna D
Attn: Dr,
1030 East
Pasaden

chment
J. Marcus
en Street
California- 91106

Commander, Naval Air Systems
Command

Attn: Code 310C (H. Rosenwasser)

Weshington, D.C. 20360

Navel Civil Engineering Laboratory
Attn: Dr. R. Y. Drisko
Port Hueneme, California 93401

Superintendent

Chemistry Division, Code 6100
aval Research Laboratory
Washington, D.C. 20375
Defense Tecknical Irtormatins Centar
Building 5, Cameron Station
Alexandria, Virginia 22314

DTHSROC

Attn: Dr. G. Bosmajian
Applied Chemistry Division
Annapolis, Maryland 21401

Naval Ocean Systems Center
Attn: DOr. S. Vamamoto
Marine Sciences Division
San Diego, California 91232

No.

2

12

Naval Ocean Systems Center
Attn: Technical Library
San Diego, California 92152

Naval Weapons Center

Attn: Dr. A, B. Amster
Chemistry Division

China Lake, California 93555

Scientific Advisor

Commandant of the Marine Corps
Code RD-1
Washington, 0.C. 20380

Dean WjlliapTolles
Naval PdgtGraduate School
Monte , Yalifornia 93940

U.S. Army Research Office

Attn: _CRD-AA-IP

P.0. Box 12211

Research Triangle Park, NC 27709

Hr Vincert Scheper
DTNSRDC Code 2830
Annapolis, Maryland 21402

Mr. John Boyle

Materials Branch

Naval Ship Engineering Center
Philadelphig, Pennsylvania 19112

Mr. A. M. Anzalone
Administrative Librarian
PLASTEC/ARRADCOM

Bldg 3401

Dover, New Jersey 07801

Copies . -
L.l
1y 7
1
»

1
»
|
v. o4
1o
B
v b
1
L.
1
Lo
L




.....................................

DL/413/83/01
359/413-2

TECHNICAL REPORT DISTRIBUTION LIST, 359 -

Or. Paul Delahay

Department of Chemistry - -
New York University

New York, New York 10003

Dr. P. J. Hendra
Department of Chemistry
University of Southampton
Southampton S09 5NH
United Kingdom

Or. T. Katan
Lockheed Missiles and
Space Co., Inc.
P.0. Box 504
Sunnyvale, California 94088

Or. D. N. Bennion

Department of Chemical Engineering
Brighma Young University

Provo, Utah 84602

Or. R. A. Marcus

Department of Chemistry

California Institute of Technology
Pasadena, California 91125

Mr. Joseph McCartney

Code 7121

Naval Ocean Systems Center
San Diego, California 92152

Dr. J. J. Auborn
Bell Laboratories
Murray Hill, New Jersey 07974

Dr. Joseph Singer, Code 302-1
NASA-Lewis

21000 Brookpark Road
Cleveland, Ohio 44135

Or. P, P, Schmidt
Department of Chemistry-
Oakiand University
Rochester, Michigan 48063

Or. H. Richtol

Chemistry Department

Rensselaer Polytechnic Institute
Troy, New Voi'k 12181

..............

Or. E. Yeager

Department of Chemistry

Case Western Reserve University
Cleveland, Ohio 44106

Or. C. E. Mueller

The Electrochemistry Branch
Naval Surface Weapons Center
White Oak Laboratory

Silver Spring, Maryland 20910

Or. Sam Perone
Chemistry & Materials
Science Department
Lawrence Livermore National Lab.
Livermore, California 94550

Dr. Royce W. Murray

Department of Chemistry

University of North Carolina
Chapel Hi1l1, North Carolina 27514

Dr. G. Goodman
Johnson Controls
5757 North Green Bay Avenue

Milwaukee, Wisconsin 53201

Dr. B. Brummer

EIC Incorporated

111 Chapel Street

Newton, Massachusetts 02158

Dr. Adam Heller
Bell Laboratories
Murray Hil1l, New Jersey 07974

Electrochimica Corporation

Attn: Technical Library

2485 Charleston Road

Mountain View, California 94040

Library

" Duracell, Inc.

Burlington, Massachusetts 01803

r

- o~

-



Dr. William Ayers

ECD Inc.

P.0. Box 5357

North Branch, New Jersey 08876

Or. Aaron Fletcher

Naval Weapons Center

Code 3852

China Lake, California 93555

R G P S R e M
S) s
-
DL/413/83/01 .
359/413-2 o
TECHNICAL REPORT DISTRIBUTION LIST, 359 L
»
Dr. M. Wrighton . . Dr. M. M, Nicholson ;IQ
Chemistry Department Electronics Research Center e
| Massachusetts Institute Rockwell International Lo
of Technology 3370 Miraloma Avenue -l
. Cambridge, Massachusetts 02139 Anaheim, California ’
Dr. B. Stanley Pons Dr. Michael J. Weaver
Department of Chemistry Department of Chemistry
University of Utah Purdue University -
Salt Lake City, Utah 84112 West Lafayette, Indiana 47907 -
Donald E. Mains =~ . Or. R. David Rauh L
Naval Weapons Support Center EIC Corporation Lo
Electrochemical Power Sources Division 111 Chapel Street B
Crane, Indiana 47522 Newton, Massachusetts 02158 S
S. Ruby Or. Aaron Wold .~~~ ’
DOE (STOR) Department of Chemistry R
M.S. 6B025 Forrestal Bidg. Brown University SRR
Washington, D.C. 20595 Proviggnce, Rhode Island 02192 S
Dr. A. J. Bard Dr. Martin Fleischmann ;“;
Department of Chemistry Department of Chemistry ST
University of Texas University of Southampton
Austin, Texas 78712 Southampton SO09 SNH ENGLAND
Dr. Janet Osteryoung Or. R. A. Osteryoung i
Department of Chemistry Department of Chemistry '
State University of New York State University of New York R
Buffalo, New York 14214 Buffalo, New York 14214 5;;
Dr. Donald W. Ernst Dr. Denton Elliott o
Naval Surface Weapons Center Air Force Office of Scientific L
Code R-33 Research ]
White Oak Laboratory Bolling AFB R
Silver Spring, Maryland 20910 Washington, D.C. 20332 S
Mr. James R. Moden Or. R. Nowak e
Naval Underwater Systems Center Naval Research Laboratory T
Code 3632 : Code 6130 -
Newport, Rhode Island 02840 Washington, D.C. 20375 S
Or, Bernard Spielvogel Dr. D. F. Shriver o
U.S. Army Research Office Department of Chemistry . i
P.0. Box 12211 Northwestern University S
Research Triangle Park, NC 27709 Evanston, 111inois 60201 | B

.......



OL/413/83/01
359/413-2

TECHNICAL REPORT DISTRIBUTION LIST, 359

Dr. David Aikens

Chemistry Department

Rensselaer Polytechnic Institute
Troy, New York 12181

Dr. A. P. B. Lever
Chemistry Department

York University .
Downsview, Ontario M3J1P3

Dr. Stanislaw Szpak

Naval Ocean Systems Center
Code 6343, Bayside -

San Diego, California 95152

Dr. Gregory Farrington

Department of Materials Science
and Engineering

University of Pennsylvania

Philadelphia, Pennsylvania 19104

M. L. Robertson
Manager, Electrochemical

and Power Sources Division
Naval Weapons Support Center
Crane, Indiana 47522

Dr. T. Marks

Department of Chemistry
Northwestern University
Evanston, I1linois 60201

Dr. Micha Tomkiewicz
Department of Physics
Brooklyn College
Brooklyn, New York 11210

Dr. Lesser Blum

Department of Physics
University of Puerto Rico

Rio Piedras, Puerto Rico 00931

Dr. Joseph Gordon, 11

IBM Corporation

K33/281

5600 Cottle Road

San Jose, California 95193

Dr. D. H. Whitmore

Department of Materials Science
Northwestern University
Evanston, I11inois 60201

Dr. Alan Bewick

Department of Chemistry

The University of Southampton
Southampton, S09 5NH ENGLAND

Dr. E. Anderson

NAVSEA-56733 NC #4

2541 Jefferson Davis Highway
Arlington, Virginia 20362

Or. Bruce Dunn

Department of Engineering &
Applied Science

University of California

Los Angeles, California 90024

Dr. Elton Cairns

Energy & Environment Division
Lawrence Berkeley Laboratory
University of California
Berkeley, California 94720

Or. D. Cipris

Allied Corporation

P.0. Box 3000R

Morristown, New Jersey 07960

Dr. M. Philpott
IBM Corporation
5600 Cottle Road
San Jose, California 95193

Or. Donald Sandstrom
Department of Physics
Washington State University
Pullman, Washington 99164

Dr. Carl Kannewurf

Department of Electrical .Engineering

and Computer Science
Northwestern University
Evanston, I1linois 60201




o
~
e ———

........

0L/413/83/01
359/413-2

TECHNTICAL REPORT DISTRIBUTION LIST, 359

Dr. Robert Somoano

Jet Propulsion Laboratory
California Institute of Technology
Pasadena, California 91103

Dr. Johann A. Joebstl :
USA Mobility Equipment R&D Command
DRDME-EC

Fort Belvoir, Virginia 22060

Or. Judith H. Ambrus
NASA Headquarters
M.S. RTS-6
Washington, D.C. 20546

Or. Albert R. Landgrebe

U.S. Department of Energy
M.S. 68025 Forrestal Building
Washington, D.C. 20595 .

Or. J. J. Brophy

Department of Physics
University of Utah

Salt Lake City, Utah 84112

Or. Charles Martin
Department of Chemistry

Texas A&M University

College Station, Texas 77843

Dr. H. Tachikawa
Department of Chemistry
Jackson State University
Jackson, Mississippi 39217

Dr. Theodore Beck
Electrochemical Technology Corp.
3935 Leary Way N.W.

Seattle, Washington 98107

Or. Farrell Lytle

Boeing Engineering and
Construction Engineers

P.0. Box 3707

Seattle, Washington 98124

Or. Robert Gotscholl

U.S. Department of Energy
MS G-226
Washington, D.C. 20545

.........
...................
........

Or. Edward Fletcher

Department of Mechanical Engineering
University of Minnesota

Minneapolis, Minnesota 55455

Or. John Fontanella
Department of Physics

U.S. Naval Academy
Annapolis, Maryland 21402

Or. Martha Greenblatt
Department of Chemistry

Rutgers University

New Brunswick, New Jersey 08903

Dr. John Wasson

Syntheco, Inc.

Rte 6 - Industrial Pike Road
Gastonia, North Carolina = 28052

Dr. Walter Roth

Department of Physics

State University of New York
Albany, New York 12222

Or. Anthony Sammells

Eltron Research Inc.

710 E. Ogden Avenue #108
Naperville, I11inois 60540

Dr. W. M, Risen

Department of Chemistry

Brown University

Providence, Rhode Island 02192

Or. C. A. Angell

Department of Chemistry

Purdue University

West Lafayette, Indiana 47907

Or. Thomas Davis

Polymer Science and Standards
Division

National Bureau of Standards

Washington, D.C. 20234







